
MIX RATIO     

BLUE LION MASONRY
PLASTERING CEMENT

Application

PLASTERING 

1 bag

Cement Sand

MASONRY CEMENT

MS EN 413-1 : 2012
CERTIFICATION NO : PN006804

PROPERTIES
MALAYSIAN STANDARD 
MS EN 413-1 MC 12.5

TYPICAL TEST
RESULT

Fineness
15 max.

60 min.

10 max.

3.0 max.

(90 um residue)

80 min.
 

Initial setting time

Soundness 

Water retention 

8 - 22Air content 

Sulphur trioxide (SO3) 

0.10 max.Chloride content (CI)  

Compressive strength 

7 days/hari

Sulfat trioksida

28 days/hari

7 min.
12.5 - 32.5

12

150

0.5

2.4

88

11

0.02

20.8
27.6

24 buckets

SPECIFICATION
SPESIFIKASI

Tempoh penetapan awal

Kekukuhan (pengembangan)

Kekuatan mampatan

UNIT

%

Minutes
Minit

mm

MPa

%

%

%

%

Kehalusan  (residu 90 um)

Kadar pengekalan air

Kandungan klorida

Kandungan udara

Additional information is available at
www.cima.com.my
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